MECHANICAL PROPERTIES:
Tensile:

When tested in accordance with 1S:1608, the test pieces (14 mm gauge diameter and 70 mm
gauge length) shall show the following properties:

Separately Integrally cast test sample,
Property cast test casting thickness, mm
sample 30to 60 61 to 200
Tensile strength, N/mm?, min. 400 390 370
Proof stress, 0.2% N/mm?, min. 250 250 240
Elongation, percent, min. 15 15 12

Hardness (Brinell):

130 to 180 HB

HEAT TREATMENT

Heat treatment, if considered necessary to attain the properties specified, is left to the
discretion of the manufacturer. Record of heat treatment of each batch shall, however,
be maintained by the manufacturer.

Any flame or arc cutting, which may have to be done, shall be carried out before heat
treatment.

Test pieces shall also be heat treated along with the castings they represent.



W AT I

When it is necessary to remove risers by flame cutting, care shall be taken to make the cut at

sufficient distance from the body of the casting, so as to prevent any defect being introduced
into the casting due to local heating.




